TURKAK - TURK AKREDITASYON KURUMU tarafindan akredite

Accredited by TURKAK
TSE DENEY ve KALIBRASYON MERKEZi BASKANLIGI @
Elektroteknik ve Makine Laboratuvar Grup Baskanhg (Gebze) TURKAR
EX Laboratuvar Miidiirliagii (izmir) @
Adres 878001 Sekak No:5 Kiguk Cigh Mh. Cigh/ IZMIR
Tel +90 (232) 376 24 25 Fax: +%1(232) 386 15 10 Eposta:ex@ise.org.tr Web:www.lse.org ir 5 EN IETOHIqEC: Vs

AB-0001-T

HEADSHIP OF TSE TEST and CALIBRATION CENTER

EX LABORATORY (IZMIR) AB-0001-T
Adress:8T80/1 Sokak No:5 Kagik Ciith Mb. Cigli/ iZMIR
Tel:+00 {232) 376 24 25 Fax: <90{232) 386 |5 10 Email cx(@tse.org.tr Web:www.tse.org ir 184412

MUAYENE VE DENEY RAPORU 05-13
TEST REPORT

Deneyi Talep Eden +  SISTEM METAL YAPI VE REKLAM MALZEMELERI SAN.TIC.AS.
{Adi,Adresi,Sehir vb.)
CUStomer (Name, Advess,Cigy ete: )

HATIP MAH. ALI OSMAN CELEBI BULV. NO:140 Corlu-TEKIRDAG)

Deney Talep Tarihi/Neo P 24.04.2013 /88718
Order Date / No
Numunenin Tamima : ALUMINYUM KOMPOZIT PANEL, . ,- .-, 1.00 adet

{Cins. Marka, Tip, Tir, Model vb.)
Sampie Description(rpe.Mark.podet erc )

Numune Kabul Tarihi H 24.04.2013
Test ltem Receipt Date

Deneylerin Yapildifs Tarih P 25.04.2013 - 15.05.2013

Date of Test
Uygulanan Standard / Metod TS EN 13823:2010 :2011-01 Yap: Uriinleri igin Yangina Tepki Deneyleri-Tek Bir Yakma

Unsuru ile Isil Etkiye Maruz Kalan-Désemeler Haricindeki Yapi Uriinleri

s

Applied Standard/Method

Raporun Sayfa Sayisi 7
Number of pages of the report
Aciklamalar

Remarks

Tiirk Akreditasyon Kurumu(TURKAK) deney raporlarinin taninmasi konusunda Avrupa Akreditasyon Birligi(EA} ve Uluslararas
Laboratuvar Akreditasyon Birligi(ILAC) ile kargthkh taninma antlasmasni imzalamgtir.

The Turkish Accreditation Acency(TURKAK) is signatory to the multilateral agreements of the European co-operation for the
Accreditation(EA) and of the International Laboratory Accreditation(ILAC) for the Mutual recognation of test reports.

Deney ve/veya dl¢iim sonuglan, genisletilmis Sl¢iim belirsizlikleri {olmasi halinde) ve deney metodlari bu raporun tamamiayic:
kismi olan takip eden sayfalarda verilmistir.

The test and/or measurement resuits, the uncertainties (if applicable) with confidence probability and test methods are given

on the following pages which are part of this report.

Bu rapor dzel deney talebine istinaden diizenlenmis olup, Standartlara Uygunluk Belgesi niteliginde degildir. Partiyi temsil etrmez,
ayrica ilan, reklam ve ihalelerde uygunluk belgesi niteliginde kullamilamaz.

This test report was prepared upon customer s request, ean not be used as certificate of conformity to standards, does not
represent a batch and can not be used as conformity document for advertisements and procurements .
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